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21/08/2021Date Sampled:
31/08/2021Date Received:

Sample Details
NEW21W-3958-S01Sample ID:
The results outlined below apply to the sample as received

On-Site Source:
Reconstitute SandstoneMaterial:
No SpecificationSpecification:
Appin, NSWProject Location:

Raw CoreClient Sample ID:

Test Results

2/09/2021
6.1

2.22
2.09
2.40

Result
Apparent Particle Density - Coarse (t/m³) AS 1141.6.1

MethodDescription Limits
Particle Density Dry (t/m³)
Particle Density SSD (t/m³)
Water Absorption (%)
Date Tested

6/09/2021

Material Test Report
Report No: MAT:NEW21W-3958-S01

Issue No: 1

Client:

Date of Issue:

Approved Signatory: Brent Cullen
(Senior Geotechnician)Project Name: Material / Concrete Testing
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